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MPLETE TEST CERTIFICATE

AP 3 S R T A R
e yEOMA #HTest Certificate No: T, A0, §&1/SRF Number: S B 13 H/QR Code
NTH(WR)/CH(P)/24/2826_1 NTH(WR)/CH(P)/24/2826 23 Jul, : NTH240062595
a) 3 ot & #/lssued To : Rudra Enterprise

AKARALURA ROAD, MAKARPURA, VADODARA, GUJARAT,
rat, India - 390014, vadodara, Vadodara,

SHED NQ.81/19 A, GI
b) wT/Address 3 390014, vadodara, Vado
Gujarat, India - 39,

c) 5% T e | @ fRAiw/Customer's Ref. 3 RP/ 07/2024

No. Y

d) T geves ffd/Sample Sealed . Not Appli

Status &

e) e el @1 fAgw/Description of y W00 ITH FIRE RESISTANCE COATING COLOR : WHITE / ANY {
Test item : CLEAR'Y BRAND NAME : RUDRA PAINT

f) AOER 7 faw/Description of : FIRE RESISTANCE COATING FOR WOOD

Nomenclature

g) T3 # fAfftear (7R #)/Product 5 specification Paint coating - Custom specification Paint coating Fire
Specification(if any) & retardant test ,-A er customer requirement

h) = wfer $it ffe /Date of Receipt of = 12 Jul, 2024

the Test item ’

i) Z feae it fifd/Date(s)of \ : From: 22 Jul, 2024  To: 23 Jul, 2024

Performance of Tests

1) aR¥m/Quantity : WO
k) = o0 g / @ifde fafd, ok y
other Information / Expiry Datg, If
any

1) 37 ur FE/Section Cade 24CHP6710N (Pages:3)
P

m) ST VYA He/Section Certificate © | 24CHP6710N_1

No. & ; #

n) YEIIY BT 7R/ Certificate Iypedé;- New

o) s&df s ﬁmrmuerengﬁ

Certificate No. a5

p) Rqdi/Remarks %‘Sﬁ’ :  Read with Part B, C&D

Santhosh S
OIC SAMPLE CELL
Signed on: 23 jul, 2024 16:11 PM

ﬁting values of the Product Specification.
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4R HR Government of India
i adteor aen (afEet &)
National Test House (WR)
e e e (TR &49), ST A @ ~10, FAKEH, R, d98
(%), g, wrerg — 400093
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Hgﬁshtra - 400093

Section Certificate No. : 24CHP6710N_1

A ATION 5

1. o 6 uih & W, Wel @rEn - Not Applicable
Reference to sampling procedure, wherever applicable. J

2, olte R 9 wEf A oF gt ol &g SRS e W9 I, difee, Not Applicable

#R / Fea s, 4 B 8

Supporting documents for the measurements taken and results
derived like graphs, table sketches and or photographs as
appropriate to test certificate, if any.

3. TEeE qEe [/ i e § Frefia whew wel § fee, aR s Not Applicable
Deviation from the test methods as prescribed in relevant 1S5/Work
instruction, if any.

4, witer wrdt 6 gaF/identification of Test item - Received sample described as WOOD COATED PANEL
WITH FIRE RESISTANCE COATING COLOR : WHITE,
BRAND NAME : RUDRA PAINT.

5. AR FI U B TEE/Method(s) used for Test As per customer requirement, the sample was
exposed to the LPG flame at an angle of 45 deg.

T WiET WIE WNifE g1/Sampling Procedure where relevant Not Applicable
yafaza i feufd/Environmental Conditions : -

‘,« s

Not Applicable

T i S AR @ S/ 39e/Major Standards/Equipments used

ML, el

fere ¥a/Site of Calibration

10. Y= &1 91 T ! e/ Traceability of Measureme

Dr. Mangesh Pandjléinath Gharpure
OIC Testing/Calibration cher%:ﬂ?nlnt, High Polymer, Outdoor)

i (Reviewe pproved by)
; Signed on: , 2024 12:15 PM
£

¥
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IRd WFR Government of India
et e g (afae a)
National Test House (WR)

it digor e (afAeR 43), i A, O -10, FLAE A, T, dd
- 400093

@),
Plot No. F - 10, M.1.D.C, Marol, Andheri (E), Mumbai
Maharashtra - 400093

: Custom specification Paint coating

-4
Section Report No. : 24CHP6710N_1 §
i I3 it i i ittt i1ttt ittt ettt Rt At T A E 4 s b4 S R e i - F A P R A+t S E AL A A A R R |
PART C. TEST RESULT
Clause No 4
Parameter - Method Min Max Result/
S.No. Th;llle ':)o. of test Test Description Limit Limit Unit Olservation
1 Custom surface flame surface flame - - - Painted panel
specificatio spreading/fire spreading/fire exposed directly to
n for paint retardant test for 1 - retardant test the LPG flame at an
coating 2 hours angle of 45-degree
for 2 hours. The
painted panel

charred at the flame-
" exposed portion of

the sample and

spreading of the

flame mare than
20cm from the flame
exposed portion with

dripping was
observed.

g Dr. Mangesh Pandharinath Gharpure
IC Testing/Calibration Chemical (Paint, High Polymer,
Outdoor)

Srinivas Rao Jalda
Lab Sc. Testing/Calibration Chemical (Paint, High Polyme:
2 "R,

Outdoor)
(Reviewed & Approved by)
Signed on: 23 jul, 2024 12:15 PM
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. ;:.

Section Certificate No. : 24CHP6710N_1

Dr. Mangesh Pandharinath Gharpure
olc TestinglCallbratiun Chemical (Paint, High Polymer, Outdoor)
E (Reviewed & Approved by)
@ Signed on: 23 Jul. 2024 12:15 PM
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