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PART A, PARTICULARS OF SAMPLE SUBMITTED

T o R Bl O BT

o wEIUH |/ Test Certificate No:
NTH(WR)/CH(P)/24/2826_1

a) fd o = Yissued To

b) Fa/Address

c) mew @ e | ¢ Reiw/Customer's Ref.

Neo.

d) fifi/Sample Sealed
ety

e) wev FEnft 7 fgwwy/Description of
Test item

) g w oy Description of
Nomenciature

g) 5 & fftea (7R 8)/Product
Specification(if any)

“h) g wift 6 A% /Date of Receipt of
the Test item

1) ®vf fiazm i f@f/Date(s)of
Performance of Tests

|) aftm/Quantity

k) ' a0 g / siftw A0, af svAny
other Information / Expiry Date, If
any

I} s #ig/Section Code

m) S PR Hea/Section Certificate 2
No.

n) WO @1 R/ Certificate Type

o) Y yYH wEal/Reference
Certificate No.

p) feunf/Remarks

TH.9R.7%, WE/SRF Number:
NTH(WR)/CH(P)/24/2826

-

COMPLETE TEST CERTIFICATE

) g7 &1 ffd/Date of issue
23 jul, 2024

W1 W/QR Code
t NTH240062595

Rudra Enterprise

SHED NO.81/19 A, GIDC, MAKARPURA ROAD, MAKARPURA, VADODARA, GUJARAT,
390014, vadodara, Vadodara, Gujarat, India - 390014, vadodara, Vadodara,
Guijarat, india - 390014

RP/ 07/2024
Not Agplicable

POP COATED WITH FIRE RESISTANCE COATING COLOR : WHITE/ ANY (
CLEAR } BRAND NAME : RUDRA PAINT

FIRE RESISTANCE COATING Fdﬂ WALL

Custam specification Paint coating - Custom specification Paint coating Fire
retardant test as per customer requirement

12 Jul, 2024
From: 22 Jul, 2024 To: 23 Jul, 2024

0.2 TWO

24CHPE710N (Pages:3)

24CHP6710N_1

New

Read with Part B, C& D

Santhosh S
OIC SAMPLE CELL
Signed on: 23 Jul, 2024 16.11 PM

relates only to the samplefitems submitted to the laboratory for Test/Calibration. The Conformity Statement is based on the
limiting values of the Product Specification.
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PART B. SUPPLEMENTARY INFORMATION
wﬁaﬁﬂm&umm Eaiug Not Applicable

10.

Reference to sampling procedure, wherever applicable.

ma#ﬁumwmmeﬂmmﬁm e, fire
m / Wi g, uft o A

rting dacuments for the measurements taken and results

ed like graphs, table sketenas and af ﬁhﬂMﬂpnﬁ a8
appropriale (6 test cerificate, If any.

e wiws / wd fde 8 Proffts ol gl @ B, oft sl
Deviation from the test methods as prescﬂhd in relevant 155/Work
instruction, if any,

it mrh ) TEET/identification of Test item
L

ayrage i wome # mﬂﬂeﬂg_ﬁ(s"ﬁe& for Test

g W) 8 i ﬂ@gtﬁ%ﬁ%&edum where relevant

e #t fFafd/Environmental Conditions

Ay iy A e W S faua/Major Standards/Equipments used
fert u@/Site of Calibration

14 5 1 S o Al Tracenbliity of Measurement

Nat Applicable

Not Applicable

Received sample described as WALL COATED PANEL
WITH FIRE RESISTANCE COATING COLOR : WHITE,
BRAND NAME : RUDRA PAINT.

As per customer requirement, the sample was
exposed ta the LPG flame at an angle of 45 deag,

Not Applicahble

Not Applicable

-

Dr. Mangesh Pandharinath Gharpure

0IC Testing/Calibration Chemical (Paint, High Polymer, 0utdoor)

(Reviewed & Approved by)
Signed on: 23 jul, 2024 12:15 PM

This is a Computer Generated Report.
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Section Report No. : 2aCHP6710N_1 Custom specification Paint coating

e e e e S R R R S A RN e S S S S T S S R S N s S s RN NS T et sl st ississtatsassaszaRausgtzscnssszy
PART C. TEST RESULT
Clausa No
Parametar - Method Min Max Result/
Sl Tobiea of test Tost Dascription . opnit  Limi  UDK Observation
1 Custom surface flame surface flame - - - Painted panel
specificatio spreading/fire spreading/fire exposed directly to
n for paint retardant test for 1 - retardant test the LPG flame at an
coating 2 hours

angle of 45-degree
for 2 hours. The
painted panel
charred at the flame-
exposed portion of
the sample and
spreading of the
flame more than
20EfT THEfA FRE Name
Expagad partian wikh

diipping was
observed.
Srinivas Rao Jalda Dr. Mangesh Pandharinath Gharpure
Lab Sc. Testing/Calibration Chemical (Paint, High Polymer, OIC Testing/Calibration Chemical (Paint, High Polymer,
Qutdoor) Outdoor)

{Reviewed & Approved by)
Signed on: 23 Jul, 2024 12:15 PM

This is a Computer Generated Report.
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YRE &N Government of India
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Dr. Mangesh Pandharinath Gharpure
OIC Testing/Calibration Chemical (Paint, High Polymer, Outdoor)

(Reviewed & Approved by)
Signed on: 23 Jul, 2024 12:15 PM

This is a Computer Generated Report.

Signature yglid
mange: ure@
nth.gov? IC
Testing/C8libration)
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