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&0 9O E/Test Certificate No:

YRg @R Government of India
iy wdteror e (afdedt &)
National Test House (WR), Mumbai
T e awn (wﬂ? :}a)! e A, T :10. W A&, R, G
Plot No. F - 10, E.‘I.D.C. Marol, Andheri (E), Mumbai
Maharashtra - 400093

U, 3W.U%. Y&=1/SRF Number:

COMPLETE TEST CERTIFICATE

R 2 T RAfE/Date of issue %13 %/QR Code

NTH(WR)/CH(P)/25/3538_1 NTH(WR)/CH(P}/25/3538 09 jan, 2025 : NTH240079998
a) for o a1 #lssued To RUDRA ENTERPRISE
b) wyAddress ; SHED NO 81/19 A GIDC MAKARPURA ROAD MAKARPURA VADODAR GUJARAT

) TET F ¥ad ° 1F fAis/Customer's Ref. No,
d) =t geeds fPuf/Bample Sealed Status

e) e wpeft 31 fAaw/Description of Test

item

f) PSR F7 fAgTm/Description of
Nomenclature

q) Tk # feffwe (af B)/Product
Specification(if any)

h) T wifw # f#f® /Date of Receipt of the
Test item

1) & fsaie f fifd/Date(s)of Perfermance of
Tests

|) aREm/Quantity

k) B 37 g / S R, 3R B/Any other
Information / Expiry Date, If any

1) a79m Bre/Section Code
m) T THIGS HeAT/Section Certificate No.

n) YA W AW/ Cartificats Type

o) Havf waWET §EE/Refarence Certificate No.

p) feurfi/Remarks

39001, VADODARA, Vadodara, Gujarat, India - 390014
RP/06/24, 26/12/2024
Not Applicable

POP COATED PANEL FOR INTUMESCENT AND CELLULOSIC FIRE RESISTANCE
COATING FOR WALL AND METAL BRAND NAME : RUDRA PAINT

POP COATED PANEL FOR INTUMESCENT AND CELLULOSIC FIRE RESISTANCE
COATING FOR WALL AND METAL

Custom specification Paint coating - Custom specification Paint coating Fire
retardant test as per customer requirement

02 Jan, 2025

From: 00 Jan, 2025 To: 09 Jan, 2025

2.0 TWO

WE NEED ASTM D 3806

25CHPDO40N (Pages:3)
25CHPDO40N_1

New

Read with Part B, C& D

Santhosh S
OIC SAMPLE CELL
Signed on: 09 Jan, 2025 17:04 PM

I!:Qall not be reproduced except in full, unless permission has been obtained. This Test/Calibration Certificate
eaample/items submitted to the laboratory for Test/Calibration. The Conformity Statement is based on the
es of the Product Specification.

This is a Computer Generated Report.




e wter ave (it &)

(9,), g€, 7BRTE — 400093

Maharashtra - 400083

PART B, SUPPLEMENTARY INFORMATION
1, T o i Wi &1 e, el e En
Reference to sampling procedure, wherever applicable.
2, ey R & wfire e v ot wi &g wemw wer O are, arfer,
fre oY / sqwar ey, afd @
Supporting documents for the measurements taken and results
derived like graphs, table sketches and or photographs as
appropriate to test certificate, if any,
3, W s / w ke § Preffd oo gaf e, aR AR
Deviation fram the test methods as prescribed in relevant 185/
Waork instruction, if any.
4. THe g $ geTF/identification of Test item
5. g $I Wit 61 9eg/Method(s) used for Test
6. AT Wiehan WeT WNifTE 8/Sampling Procedure where relevant
y qafaver #it fRfR/Environmental Conditions
8, m;f TR Y ST W A/ Sy Ma)er Standards/Equipments
use
9, s ®ue/Site of Callbration
10, HTGR @7 e S 6T 4FE]/ Traceability of Measurement

YNd WER Government of India

National Test House (WR), Mumbai
i e e (TR &), i . 6 =10, WaEA, e, 0

Plot No, F - 10, M.i.D.C, MImI‘ Andheri (E), Mumbali

Not Applicable

Not Applicable

Nat Applicable

The received panel described as POP COATED PANEL FOR
INTUMESCENT AND CELLULOSIC FIRE RESISTANCE
COATING FOR WALL AND METAL BRAND NAME: RUDRA
PAINT, The concrete panels of size approximately 660 mm
in length by 140 mm in width and 50 mm thickness

On the lines of ASTM D 3806

Not Applicable

Not Applicable

Br Mapgesh Pandharinath S8harpure

BIE Tasting/Ealikratian ERamical [Pain, High Balyman Bukdrar

(Reviewed & Approved by)
Signed on: 09 Jan, 2025 16:57 PM

This is'a Computer Generated Report.
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est House (WR), Mumbai
W qe e (et ), e . o ~10, e, e, v

(3.), 5% — 400093
Plot No. F - 10, M.L.D.C, Marol, Andheri (E), Mumbai
Maharashtra - 400093
Section Report No. : 25CHPDO40N_1
ﬁ:::::::::::::::::::::::::::::‘.::::::::::::::::::::::::::::::::::::::::::::::::::::::::::::::::::::::::::::::::::::
PART C, TEST RESULT
Clause No
PAFAMEEEF = MEERad MiR Max Resur
§.Ne, ngil.an't" of tast Test Deseription Limit Limlt Unit Ohservatien
1 Custom Surface flame Surface flame - - - The coatad concrete
specificatio spreading/fire spreading/fire panel of size
n fire retardant test for 3 - retardant test for 4 approximately 660
retardant 4 hours hours mm in length by 140
paint=4 Hrs. mm in width and 50

. mm thickness was
exposed to LPG fuel
flame at 28-degree

angle to the
horizontal for 4
hours. The coating
was charred at the
flame-exposed
partion and thera
was spreading of
flame up to 250 mm,

Prasanna Mule ; br. Mangesh Pandharinath Gharpure
Lab 8¢, Tasting/Calibration cnamlclr (Paint, High Polymer, OIE Testing/Calibration Ehemieal (Paint, High Polymer,

Outdeser) ~ Dutdear)
(Reviewed & Appraved by
Signed on: 09 Jan, 2025 16:57 PM

This is a Computer Generated Report,




90 3R Government of India
ey e aer (afde &)
National Test House (WR), Mumbai
i wdteer e (i &), e |, wh ~10, WA, W, 59)

(9,). 9%, 7ewIE — 400093
Plot No. F - 10, M.L.D.C, Marol, Andheri (E), Mumbal
Maharashtra - 400093

Section Certificate No, 1 25CHPDO4ON_1

BN EEEEEEEErEE TSNS IEEEIIEEIEIIEEEIEIEEIEEEssssIEs:

Part D,
ARK

DFf. Mangesh Pandharinath aharpure
OI€ Testing/Callbration Chemical (Paint, Hl‘h Palymer, Outdear)
(Reviewed & Appraved hy
Signed on: 09 Jan, 2025 16:57 PM

This is a Computer Generated Report,




