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Sl No. Test Name Test Result Limit

1 Surface Spread of a)Flame spread at 1.5 minutes = 175 For Class | :165 mm(with

flame test BS 476 mm tolerance 25 mm) for Class -2
Part7 b)Final spread of flame at 10 minutes 250 mm (with tolerance 25
=190 mm mm)

c)The sample is burning
continuously throughout the test
and flame is not extinguished&forms

ash.
feoraft Note: These test results alone will not asses the fire hazard of the material or a product
- made from it under actual fire condition. Also these results alone can not be quoted in
Nete support of claims w.r.t the fire hazard. The results alone can be used for only R&D

,Quality control and material application.




